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There is a need today to find alternative
methods for the synthesis of polymers that
are used in technological applications
especially in photonics and electronics. A
new technological and Green Chemistry
approach is therefore needed which is
environmentally friendly and cost effective
in synthesizing electro- and opto-active
polymers. Here we present a one-step
enzymatic synthesis of phenols and
aniline monomers. The conducting
polymer nanocomposites PANI/PAA/ (+/-)
CSA were also synthesized in which the
helical handedness of PANI chains are
controlled by the biocatalyst, HRP.

Natural enzyme
as a biocatalyst for
PANI synthesis to form
nanocomposites
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